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Y1ZI INDUSTRIAL CO., LTD
GUANGCHANG INDUSTRIAL PARK, GUANGCHANG COUNTY, JIANGXI, CHINA 344900

The following sample(s) was/were submitted and identified on behalf of the client as:

Sample Description :  Bamboo slats in natural for bamboo blinds (3cmX3cm)
Manufacturer . YIZI INDUSTRIAL CO., LTD
Test Performed . Selected test(s) as requested by applicant
Sample Receiving Date : Apr11,2016
Testing Period : Apr 11,2016 - May 27, 2016
Test Resuli(s) : Unless otherwise stated the results shown in this test report refer only to the

sample(s) tested. For further details, please refer to the following page(s).

Signed for and on behalf of SGS-CSTC
Standards Technical Services( Tianjin )Co.,Ltd

Lico |

Lisa Yang (Account Executive)
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Test Result

Test method:
JIS Z 2911:2010 Methods of test for fungus resistance, 6: Test for general industrial products — bamboo and
wood products

Test organisms:
Aspergillus niger ATCC 6275, Penicillium citrinum AS 3.2913, Rhizopus oryzae AS 3.777, Cladosporium
cladosporioides AS 3.4012, Chaetomium globosum ATCC 6205

Test results:

Concentration of spores Level

Test organism (Spores/mL) (after four weeks)

Aspergillus niger
ATCC 6275

Penicillium citrinum
AS 3.2913

Rhizopus oryzae

6
AS 3.777 1.0x10 0

Cladosporium cladosporioides
AS 3.4012

Chaetomium globosum
ATCC 6205

Note: According to JIS Z 2911:2010 Methods of test for fungus resistance, the extent of growth shall be assessed
and expressed according to the following grade:

0 — No growth

1 — Less than 1/3 of inoculated surface

2 — More than 1/3 of inoculated surface

* The test was performed by SGS internal laboratory.

Sample Photo

*** End of Report ***
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